To Whom It May Concern:

Deco-Chem has sent out our inks for testing to Arizona for Emma-Aqua testing. The accelerated test was equivalent of 1 year in the sunlight. There was a topcoat that was printed over the colors (LVFCLR) using a 4.5 BCM and this aided the prolonging of the color by about 1-2 months. We guarantee that these are the results from the test. You will see that some colors didn’t stay the same and this is due to a lower wool reading. The substrate that was used was a Vinyl substrate that provided by Avery and is an exterior grade material. Results may vary with different substrates and using different BCM’S

	
	           3.15 BCM
	           6.2 BCM

	
	BEFORE
	   AFTER
	BEFORE
	AFTER

	DFDPR003
	1.03
	  .55
	1.31
	1.00

	DFDRUBINE
	1.28
	  .90
	1.55
	1.12

	DFD7808
	1.19
	  .73
	1.50
	  .89

	DFD2031
	1.36
	1.23
	1.75
	1.57

	DFDRUBINE-BS
	1.77
	  .79
	1.51
	1.02

	DFDLF032
	1.26
	  .33
	1.61
	  .49

	DFDLFWARMRED
	   .96
	  .76
	1.08
	  .87

	BD1225 (Rubine)
	1.23
	  .79
	2.04
	1.04

	DFDLFYELLOW
	1.21
	0
	1.41
	0

	BD1428
	   .67
	0
	  .85
	  .25

	DFDORANGE-RS
	1.29
	  .88
	1.48
	1.07

	DFDPUR
	1.02
	  .92
	1.21
	1.09

	DFDVIOLET
	1.72
	1.54
	2.02
	1.98

	DFDBLACK
	2.08
	2.04
	2.25
	2.10

	DFDGREEN
	1.64
	1.55
	1.83
	1.99

	DFDPB15
	1.81
	1.89
	2.17
	2.15

	DFDBLUE-GS
	2.07
	2.07
	2.45
	2.40

	DFDLFMAG
	  .89
	0
	1.05
	0

	CMF0210
	  .85
	  .69
	  .89
	  .83



The readings above are density readings showing a before and after results. These results are our guarantee. 
Sincerely,

Brent Davis
Deco-Chem Inc.
President
